
       

  1	 Machine & Hand-Sanding (both sides)
  2	 Machine & Hand-Wiped Stain (both sides)
  3	 Sealer Coat (front)
  4	 Oven Baking #1 (front)
  5	 Sealer Coat (back)
  6	 Oven Baking #2 (back)
  7	 Finish Hand-Sanding (back)
  8	 Top Coat (back)
  9	 Oven Baking #3 (back)
 10	 Finish Hand-Sanding (front)
 11	 Top Coat (front)
 12	 Oven Baking #4 (front)

Liberty Lake, WA  •  509.924.5858  •  www.huntwood.com

Huntwood’s 12-step conversion 
varnish finishing process features 
33% more solids than the industry 
standard, providing the ultimate in 
durability. 

The Toughest Finish 
In the Cabinet Industry

12-Step Finishing Process
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